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KoBpoBas nnutka ESCOM Bbinyckaercs ¢ 2013
rofla v Ha Ha4yano npou3BoACTBa 6bINO fABE
konnekuuu: Object u Object Line. ing Hac aTo
CTano BaXHbIM CO6bITUEM, NOCKONILKY MbI
NpeAcTaBUIIM PbIHKY HaNOMNBHbIX NOKPLITHA
NepByH0 KOBPOBYIO NAUTKY, NPOM3BEAEHHYIO

B Poccuu.

Ha npoTsXeHun Tpex NeT, c MOMEeHTa Bbinycka
M N0 CerofHALIHUIA A€Hb, Mbl Pa3BUBANH HaLly
NIMHERKY NPOAYKLMKM, NONONHASA KONNEKLnM
HOBbIMM LBETaMM W HOBbIMM U3ailHaMMy,
penas ESCOM 6onee npuBnekaTeNbHbIM Ang
notpebutens.

CerofiHsa Mbl MOXEM NpeAnoxuts Bam 16
KONNEKLWii, KOTOpbIE MOTYT 3aUHTEPEcOBaTh
apPXMTEKTOPOB, U3 aiHEPOB HHTEPLEPOB U
CTPOUTENbHBIX NOAPAAYNKOB, OPUEHTHUPYHOLLMX-
¢Sl Ha HHOBALUOHHbIE PELLEHUS B YaCTH BbIOOpa
HanoNbHbIX NOKPbITHH, pa3padaTbiBaloLnX
NPOEKTbI KOMMEPYECKNX U XKMJTbIX OMELLEHHH.
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TY 8171-001-91020327-2013

o

IS0 9001-2011 (ISO 9001:2008)

ACCENT

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BEC rp./m2
Konn4ecTBO CTEXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3oBanus
AHTUCTaTUYHAA 3awmTa
pasesawmTHas obpaboTka

Type Of Manufacture
Pile Fiber

Dimensions Sm.
Secondary Backing
Total Thickness Mm.
Pile Thickness Mm.
Pile Weight gr/m?

Total Weight gr/m?
Number Of Tufts
Electrostatic Properties
Classification For Use
Antistatic Treatment
Special Treatment Cleanaway

Tufted 1\0 Looppile
100% PA Solution Dyed
50x50

Bitumen With Glass Fiber Scrim
8.5

5.0

620

4100

164 000/m?

Walking Test < 2.0 Kv
32 - Commercial

Yes

Yes
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IS0 9001-2011 (ISO 9001:2008)

BLOCK

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.
BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.
Bec netnu rp./m?
06Lwnii BeC rp./m?
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awuTa

4503

4504

Type Of Manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

4505

4506

Tufted 1/12 Multi-Level Loop
100% PA 6 Invista Nylon
50x50

Bitumen with glass fiber scrim
5,5

4,0

630

4200

Walking Test < 2,0 KV

33 - Heavy Commercial

Yes
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6001

6003

CHARISMA

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BEC rp./m2
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awuTa
pa3esawmTHas obpaboTka

Type Of Manufacture
Pile Fiber

Dimensions Sm.
Secondary Backing
Total Thickness Mm.
Pile Thickness Mm.
Pile Weight gr/m?

Total Weight gr/m?
Electrostatic Properties
Classification For Use
Antistatic Treatment
Special Treatment Cleanaway

Tufted 1\12 textured Loop
100% Unicolor Solution Dyed
50x50

Bitumen With Glass Fiber Scrim
55

3,0

580

4200

Walking Test < 2,0 Kv

32 - Commercial

Yes

Yes
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IS0 9001-2011 (ISO 9001:2008)

10

COLOR PLAY -

Tun npon3soacTea
CocTas netnu

Pasmep cwm.
BTopuyHas ocHoBa
06Lyas TONLWMHA MM.
BbicoTta netnu mm.
Bec netnu rp./m?
061wui Bec rp./m?
INeKTPOCTATUYHOCTb
Knacc ucnonb3oBaHus
AHTMCTaATWYHAA 3aWwnTa

12304

CONCEPT

Type Of Manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

Tufted 1/10 Multi-Level Loop
100% SD PA Nylon 6

50x50

Bitumen with glass fiber scrim
6,0

4,0

550

4200

Walking Test < 2,0 KV

33 - Heavy GCommercial

Yes
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22101 22105

22103 22106

I
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22104 22107

COLOR PLAY -

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.
BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.
Bec netnu rp./m?
06Lwnii BeC rp./m?
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awuTa

22109

SPOT

Type Of Manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

22121 22125

Tufted 1/10 Level Loop
100% SD PA Nylon 6
50x50

Bitumen with glass fiber scrim
3,5

9,5

510

4200

Walking Test < 2,0 KV
33 - Heavy Commercial
Yes
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5406

CORAL

Tun npon3soacTea
CocTas netnu

Pasmep cwm.
BTopuyHas ocHoBa
06Lyas TONLWMHA MM.
BbicoTta netnu mm.
Bec netnu rp./m?
061wui Bec rp./m?
INeKTPOCTATUYHOCTb
Knacc ucnosnb3oBaHus
AHTMCTaATUYHAA 3aWwnTa

5407

5408

Type Of Manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

Tufted 1/12 Multi-Level Loop
100% PA 6 Invista Nylon
50x50

Bitumen with glass fiber scrim
5,5

3,0

650

4300

Walking Test < 2,0 KV

33 - Heavy Commercial

Yes
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IS0 9001-2011 (ISO 9001:2008)

8159

CUBE

Tun npon3soacTea
CocTas netnu

Pasmep cwm.

BTopuyHas ocHoBa
06Lyas TONLWMHA MM.
BbicoTta netnu mm.

Bec netnu rp./m?
061wui Bec rp./m?
INeKTPOCTATUYHOCTb
Knacc ucnosnb3oBaHus
AHTMCTaATUYHAA 3aWwnTa
[pAse3awmTHan 06paboTKa

Type Of Manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment
Special treatment Cleanaway

Tufted 1\0 Multi-Level Loop
100% PA Nylon 6

50x50

Bitumen with glass fiber scrim
55

3,0

580

4100

Walking Test < 2,0 KV

33 - Commercial

Yes

Yes
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DRIFT

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BEC rp./m2
Konn4ecTBo CTEXXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTATMYHAS 3amMTa
pasesawmTHas obpaboTka

19

49730

49750

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile height mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic Properties
Classification for use
Antistatic treatment
Special treatment cleanaway

Tufted 1/10” looppile reverse
100% PA Solution Dyed
50x50

Bitumen with glass fiber scrim
5.5

1.0

580

4300

164 000/m?

Walking Test< 2.0 Kv

33 - heavy commercial

Yes

Yes
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49560

50650

JETSET

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BEC rp./m2
Konn4ecTBo CTEXXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTATMYHAS 3amMTa
pasesawmTHas obpaboTka

21

49561 o 49570

50660 50680

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile height mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic Properties
Classification for use
Antistatic treatment
Special treatment cleanaway

49580 50631

Tufted 1/10” looppile reverse
100% PA Solution Dyed
50x50

Bitumen with glass fiber scrim
5.5

1.0

580

4300

164 000/m?

Walking Test< 2.0 Kv

33 - heavy commercial

Yes

Yes



2041 2822

2044 2823

OBJECT

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BeC rp./m?
Konn4ecTBo CTEXXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTATMYHAS 3amMTa
pasesawmTHas obpaboTka

~

i UGy e i

IS0 9001-2011 (ISO 9001:2008)

TY 8171-001-91020327-2013

22 23

2009 2820 2831 7870 8811 8862 9985

7876

7912

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic Properties
Classification for use
Antistatic treatment
Special treatment cleanaway

9501

9955

Tufted 1\O looppile
100% Pa Solution Dyed
50x50

Bitumen with glass fiber scrim
5.5

31

950

4100

164 000/m?

Walking Test < 2.0 Kv
33 - heavy commercial
Yes

Yes
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OBJECT ART

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BeC rp./m?
Konn4ecTBO CTEXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awmuTa
pasesawmTHas obpaboTka

25

Object Art 9955

Object Art 9985

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic properties
Classification for use
Antistatic treatment
Special treatment Cleanaway

Tufted 1\10 looppile
100% Pa Solution Dyed
50x50

Bitumen with glass fiber scrim
5.5

31

950

4100

164 000/m?

Walking test < 2.0 kv
33 - heavy commercial
Yes

Yes
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2082

9501

OBJECT LINE

Tun npoussoAcTea

Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa

061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?

06Lwnii BEC rp./m2
Konn4ecTBo CTEXXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3oBanus
AHTUCTaTUYHaA 06paboTka
pasesawmTHas obpaboTka

27

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile height mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic properties
Classification for use
Antistatic treatment
Special treatment Cleanaway

Tufted 1\0 looppile
100% PA Solution Dyed
50x50

Bitumen with glass fiber scrim
9.5

2.5

580

4200

164 000/m?

Walking test <2.0 kv
33-heavy commercial
Yes

Yes
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52522

52551

OBJECT NEON

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wan TonWwmHa Mm.
BbicoTa Bopca Mm.

Bec netnu rp./m?
06Lwnit BEC rp./m?
Konn4ecTBO CTEXKOB
INeKTPOCTaTUYHOCTb KB
Knacc ucnonb3osanus
AHTUCTaTUYHAA 3awuTa
pasesawmTHas obpaboTka

29

52531

52560

Type of manufacture

Pile fiber

Dimensions sm.
Secondary backing

Total thickness mm.

Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic properties kV
Classification for use
Antistatic treatment
Special treatment Cleanaway

Tufted 1\O looppile

92 % PA 6 Solution Dyed+8%PA Space Dyed
50x50

Bitumen with glass fiber scrim
5.5

3.1

550

4200

164 000/m2

<2.0

33 Commercial — heavy use
Yes

Yes
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2031

8860

OFFLINE

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BeC rp./m?
Konn4ecTBo CTEXXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTATMYHAS 3amMTa
pasesawmTHas obpaboTka

31

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic properties
Classification for use
Antistatic treatment
Special treatment Cleanaway

8811

Tufted 1\0 looppile
100% Pa Solution Dyed
50x50

Bitumen with glass fiber scrim
9.5

31

950

4100

164 000/m2

Walking test < 2.0 kv
33 - heavy commercial
Yes

Yes



PRESTIGE

321 322 332 345
348 350 351 360
363 383

2\

PRESTIGE

Tun npoussoAcTea
Coctas netnu
Pasmep cwm.
BropmyHas ocHoBa
061wwan TonwmHa Mm.

Type of manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.

Tufted 1\10 cutpile

100% SD Polyamide - Econyl®
50x50

Bitumen with glass fiber scrim
9,0

“ ‘» g g g g ...\ <) [ g Y &
‘l‘ »l‘ W g @ @ ‘ H @ E%m BbicoTa netnu mm. Pile thickness mm. 5,5
Bec netnu rp./m? Pile weight gr/m? 1200
061wt BeC rp./m2 Total weight gr/m? 4500
Konn4yecTBo CTEXXKOB Number of tufts 200 000/m?
Ty 8171-001-91020327-2013 1S0 9001-2011 (ISO 9001:2008) INeKTPOCTATUYHOCTb Electrostatic properties Walking Test < 2.0 KV

32

Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awuTa
pasesawmTHas obpaboTka

33

Classification for use
Antistatic treatment
Special treatment Cleanaway

33 — Commercial Heavy
Yes
Yes
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58005

REMIX

Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnu mMm.

Bec netnu rp./m?
06Lwnii BeC rp./m?
INeKTPOCTaTMYHOCTD
Knacc ncnonb3oBaHus
AHTMCTaTMYHAS 3awWwmMTa

35

58007

Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

58008

100% PA Nylon 66

50x50

Bitumen with glass fiber scrim
9,5

3,0

650

4300

Walking Test < 2,0 KV

33 - Heavy Commercial

Yes
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12021

RUSH

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.
BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.
Bec netnu rp./m?
06Lwnii BEC rp./m2
INeKTPOCTATUYHOCTb
Knacc ucnonb3osanus
AHTUCTaTUYHAA 3awuTa

37

12007

Type of manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

Tufted 5\64 loop pile

100% Unicolor Solution Dyed
50x50

Bitumen with glass fiber scrim
5,5

3,0

550

4200

Walking test < 2,0 kv

33 — heavy commercial

Yes
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48224

48242

48262

48284

SHADOW

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.

BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.

Bec netnu rp./m?
06Lwnii BeC rp./m?
Konn4ecTBO CTEXKOB
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTaTUYHAA 3awmTa
pasesawmTHas obpaboTka

39

8151

Type of manufacture
Pile fiber

Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.

Pile weight gr/m?

Total weight gr/m?
Number of tufts
Electrostatic properties
Classification for use
Antistatic treatment
Special treatment cleanaway

48251

48276

48232

48260

48280

Tufted 1\10 looppile
100% PA Solution Dyed
50x100

Bitumen with glass fiber scrim
7,50

6,00

600

4400

184 000/m?

Walking test < 2.0 kv

32 - commercial general
Yes

Yes
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4605

STITCH

Tun npoussoAcTea
Coctas netnu

Pasmep cwm.
BropmyHas ocHoBa
061wwan TonwmHa Mm.
BbicoTa netnm mm.
Bec netnu rp./m?
06Lwnii BeC rp./m?
INeKTPOCTATUYHOCTb
Knacc ncnonb3osanus
AHTUCTATMYHASR 3amMTa

4

4602

4604

4606

Type Of Manufacture
Pile fiber
Dimensions sm.
Secondary backing
Total thickness mm.
Pile thickness mm.
Pile weight gr/m?
Total weight gr/m?
Electrostatic properties
Classification for use
Antistatic treatment

Tufted 1/12 Multi-Level Loop
100% PA 6 Invista Nylon
50x50

Bitumen with glass fiber scrim
9,5

4,0

630

4200

Walking Test < 2,0 KV

33 - Heavy Commercial

Yes
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